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/Date: 2023/09/04

/Report No. 2023504830 /Page 1/2
/Customer:
/Address: 12 3
/Product
/Dimension M30
/Quantity 1
/Grade 10
/Material 45#
/Other description: M30x 110,12.9
/Sample No. 202350483

/Sample Source

/Sample Description

/Receiving Date 2023-08-29
/Test Date 2023-09-01

/Specification & Conformance Requirement

/Test Result See next page
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/Report No. 2023504830 /Page 2/2
/Test Item /Test Method /Requirement /Result /Conclusion
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